
Purchaser Name: SllBO INDUSTRIES,INC

TOC PO No. ~ SF-225' Customer PO No.: 70766

MATERIAL INSPECTION CERTIFICATE
To ENl0204 3.1/ISO 10474 3.1 THAI BENKAN CO.,LTD. BENKAN ..

58 Moo 13 Soi Suksawat 70, Bangkru Phropadaeng, Samutprokarn 10130. n-tAILAND
Telephone: 66 (0) 24630074.66 (0) 4636235-] FACSIMILE:66 (0) %3 6238,66 (0) 463 8241

.Benkan No. : lOB No.: DIMlY 22/05/2021 Certificate No. : T202114001381 Rev. No.: 0

ASTMM03lA403M.20/ASMESM03ISA403M-19 MFGNo. <:64CWED010-J) seamless or Weld IWELD Pipe/Plate PIPE

Specification NACEMR0175nSO15155-3:2015 Product Description 90El WP304W/304lW 3 S40S Quantity 279for Product

Specification for Inspection ASME616.9-2018.816.25-2017

Starting Material Heat No. PCA080216

Heat treatment SOLUTIONANNEALING:1060 C X30 MINUTESW.Q.

% Chemical content c 51 Mn P S NI. Cr Mo
>d00 xlOO xlOO xlOOO >d000 xlOO dOO dOO

Required Maximum 3.0 100 200 45 30 1,100 2,000

Required Minimum 800 1,800

Heat Analysis 1.3 42 9 33 1 801 1,813

Stock 4731460 110/1 ~/2021
1111111111111111111111111111111111
SSIFIT31N ~CH 40 304SB LR !IO

Tension test IGa oge length 50 mm. I Hardness test IMI~ORT
TP Direction: Longitudinal HRS ReqMax. 90 I

MPa Req.Mln. Req.Malt Actual results Fitting 81

YieldStrength 205 265 Visual Examination Good

Tensile Strength 515 661 Dimensional InsPeetion Good

°/0 Elongation 28 49 100.00 % PMI: Good

I I Supplementary Note :
We hereby certify that the product described herein has been
manufactured in accordance with the specifications concerned

.. and also with the purchaser's requirements and that the test
Materialis manufaclureredmercuryfree and free frommercurycontamination results shown herein are correct.

Thefittingsare in accordancewiththe PED2014/681EU ~.Z?~Therawmalerialmanufaclurerhas delecled it to free trom radloacliveconlamination !j ":I
:.. Akemitsu Kondo

Thefittingswasmanulaclured,sampled,tested, and inspected Inaccordancewiththa specification [!] '.: Quality Assurance Manager

: Form No. YZ-6ZV10 Thai Benkan Co.,ltd.


